
R-200X R-303XE E-200EM

Dispersion Dispersion Dispersion

25 20 15

Viscosity 9 10 9

Xylene Xylene/
Ethylacetate

Ethylacetate
/ MCH

> 200 > 200 > 120

> 180 > 160 > 140

・High Heat Resistance
・High Solid Content Standard PE Adhesion

･The figures in the table above are typical values.

Heat Sealing Temperature
（℃）

Product Features

Grades

Type

Base Polymer Acid-modified Polyolefin

Solid（％）

Zahn Cup #3
（S)

Solvents

Baking Temperature
（℃）


